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Analyser test value: 32
F Test side: Left
TESTED MATERIAL INFORMATION: | T
' EMS steel: i, B i
DP (DualPhase) and TRIP-Steels obtain their increased s T '."":."-‘:-i"
strength by heat-treatment during manufacture, In TRIP-Steel ol - gy i ue Eﬁ*_ r & .
also retained austenite, which is converted to martensite (1) s, d S ‘_-f
during deformation. - ',E il .
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Welding and straightening: ST . -
Both steels are very sensitive to heat, even at low temperatures -
and for short periods, so restrictions on heating and welding
apply. Straightening is limited because of the high elastic limit
and hardness. The harder materials require special toaols, ex,
titanium bits for drilling, cutting etc.
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